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General Automotive 
Material Specification

Ultrafabrics automotive materials are customized to meet manufacturers specifications and 
are tested to the following:

Testing Items Test Method

Elongation at Break ASTM D751

Breaking/Tensile Strength
(Grab)

ASTM D5034

Adhesion Coating
(To Fabrics)

ASTM D751

Tear Strength
(Trapezoid)

ASTM D751

Stretch SAE J855

Set SAE J855

Seam Strength
#30 Polyester yarn, #14 needle, 15 stitch/3cm

ASTM D751

Colorfastness to Light
(Xenon, 200 hrs)

AATCC 16.3

Resistance to Wear
(Taber)

ASTM D3884
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Testing Items Specifications

Width
54+ inches/137
+3/-0 cm

Thickness 1.15 +/- 0.15

Weight 460 +/-10% m2 13.6 +/- 10% oz/yds2


